
APPENDIX C—MATERIAL PROPERTY TEST DATA 

This appendix contains the da/dN data of Al 2024-T3 clad sheet in either the L-T or T-L 
directions, as discussed in section 4. 
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FIGURE C-1.  da/dN FOR Al 2024-T3 CLAD L-T DIRECTION, R = 0.0, LAB AIR,  
ROOM TEMPERATURE, SPECIMEN NO. CR-3 (diamond symbols), 

 CR-4 (circle symbols), AND CR-5 (square symbols) 
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FIGURE C-2.  da/dN FOR Al 2024-T3 CLAD L-T DIRECTION, R = -0.1, LAB AIR, 

ROOM TEMPERATURE, SPECIMEN NO. CR-6 (diamond symbols) AND  
CR-7 (square symbols) 
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FIGURE C-3.  da/dN FOR Al 2024-T3 CLAD T-L DIRECTION, R = 0.5, LAB AIR, 

ROOM TEMPERATURE, SPECIMEN NO. CR-8 (diamond symbols),  
CR-9 (square symbols), AND CR-10 (triangle symbols) 
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FIGURE C-4.  da/dN FOR Al 2024-T3 CLAD T-L DIRECTION, R = 0.1, LAB AIR,  

ROOM TEMPERATURE, SPECIMEN NO. CR-11 
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FIGURE C-5.  da/dN FOR Al 2024-T3 CLAD T-L DIRECTION, R = 0.0, LAB AIR, ROOM 

TEMPERATURE, SPECIMEN NO. CR-12 (diamond symbols) AND  
CR-13 (square symbols) 
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FIGURE C-6.  da/dN FOR Al 2024-T3 CLAD T-L DIRECTION, R = -0.1, LAB AIR, 

 ROOM TEMPERATURE, SPECIMEN NO. CR-14 (diamond symbols) AND  
CR-15 (triangle symbols) 
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FIGURE C-7.  da/dN FOR Al 2024-T3 CLAD T-L DIRECTION, R = -0.5, LAB AIR, ROOM 

TEMPERATURE, SPECIMEN NO. CR-16 
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FIGURE C-8.  TENSILE TESTING, Al 2024-T3 LOAD VS DISPLACEMENT PLOTS 
(0.02″ PER 1.0″ SCALE) 
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FIGURE C-9.  TENSILE TESTING, Al 2024-T3 LOAD VS DISPLACEMENT PLOTS 
(0.002″ PER 1.0″ SCALE) 
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FIGURE C-10.  TENSILE TESTING, Al 2024-T3 MECHANICAL 
PROPERTY CALCULATION 
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FIGURE C-11.  R-CURVE TESTING, PANEL NO. 1(KR-1) LABOROTORY 

CALCULATION SHEET 
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FIGURE C-13.  R-CURVE TESTING, PANEL NO. 2 (KR-2) LABOROTORY 
CALCULATION SHEET 
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